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We have already found that compared with unprocessed wood, woods that is compressed 

by the Compwood system has a low elastic modulus and the compression-holding time is 

made longer, the bendable radius becomes smaller. On the basis of these findings, several 

wooden products such as furnitures have been proposed and made as a trial to reduce the 

constraints in designing of bent-wood products. Furthermore, these products have been 

evaluated by visitors at trade -exhibitions. 
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