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We took up hardened steel as Difficult-to-machine Materials of High hardness, and
we examined the effect of cutting conditions, such as cutting speed, feed rate and
cooling, on the dignity of roughness and residual stress of the work. As a result, the
feed rate affect the amount of residual stress, as for a cutting direction.
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