Modification of Biodegradable Plastics by mixing powdered chaff
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To making good use of the chaff discarded and easy modification of the characters
of biodegradable plastics, we put powdered chaff into the biodegradable plastics on the
market. The strength of that plastic films decreased with the increase in the content of
the chaff powder. The addition of the chaff powder to the biodegradable plastics raised
the degradation rates of the plastic films by enzyme (lipase).
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